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(57) ABSTRACT

There are provided a protective film for a polarizing plate,
wherein the protective film comprises a stretched film com-
prising a (meth)acryl-based resin and having an absolute
value of a planar orientation coefficient AP of less than or
equal to 2.5%107*, and a polarizing plate comprising a polar-
izing film, and the protective film for a polarizing plate lami-
nated on at least one surface of the polarizing film via an
adhesive layer. The stretched film can be, for example, a
biaxially stretched film.

9 Claims, No Drawings



